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   1.4. Organized solutions 
   1.5. Other
	   2.1. Immobilization 
   2.2. Sol-gel technology 
   2.3. Surface synthesis 
   2.4. Other

	PRIVATE
3. Physical and Chemical properties of FM
	4. Application in

	   3.1. Surface chemistry 
   3.2. Porous nature 
   3.3. ІR and similar methods
   3.4. NMR end ESR 
   3.5. Other
	   4.1 Catalysis
   4.2. Chromatography
   4.3. Analysis
   4.4. Sensors
   4.5. Other
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Conference Programme
September 24 

10:00 – 20:00 
Registration and accomodation (Institute of continuous education, 36 Vasylkivska Str.)

18:00 – 20:00 
Welcome reception (Main Building of National Taras Shevchenko University of Kyiv, 60 Volodymirska Str. )

September 25 – 27

9:00 – 18:00
Scientific programme (Institute of continuous education, 36 Vasylkivska Str.)

18:00 – 20:00
Cultural program
September 28 

9:00 – 18:00
Scientific programme (Chemical departament of National Taras 


Shevchenko University of Kyiv, 62 Volodymirska str.) 

18.00 – 20:00
Banquet
September 29 

10:00 – 20:00
Culture program
Additional  action (are conforming): meeting with  mayor of Kyiv.
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Registration fee: – 200 US Dollars for regular participants and 100 for PhD and pot-doc students 

The fee can be paid to*:
Account number: 2600100000519 
Account holder: Kiev T. Shevchenko National University
Bank name: PRAVEX-BANK, Kiev Ukraine
SWIFT: PRAVUAUK
Message to the account holder: organizing fee for the conference, order # 432-32
Registration fees inclide: route going the railway station - the hotel, welcome reception, tea/coffe breaks, advertising-informational equipement, preparation and printing the conference materials. 

Hotel acomodation

Accomodation will be  made in Kiev University hotel () or can be arranged in other Kiev hotels in request. University agreed strongly reduced accommodation fee. We have rooms from 20 to 50 USD per day.
How to reach the hotel and the registration place*:
from the railway station: underground till Lybidska station, then bus or route taxi 
№38 to Amurskaya Sq.
from central bus station: bus or route taxi №38 to Amurskaya Sq.
from the airport Boryspil:  bus „Polit” till Lybidska metro station, then bus or route taxi  №38 to Amurskaya Sq.
The conference materials

Oral and poster reports of registrated participants will be published in the Book of abstracts.

Participants of the conference will get: book of abstracts, list of conference participants with their e-mails and conference program.

Instructions for participants

The programme of the conference will include four invited (50 min), 23 plenary (30 min) and 31 session (20 min) lectures**. Lecture should be prepared as the files for „Power Point” (data should be saved on CD-disk) or as the films for overhead projector. Demonstration material shoul be presented to the technical secretary before the biginning of the meeting, in the day of speaking.

The poster session is the important part of the conference. During the session the selection of best posters will be made in order to give them grants of English chemical society. At the same time „the round table” will be organized where the participants of the conference may associate with speakers. Posters should be of А1-size or like this and  should be placed from the very beginning till the end of the day. During the poster session the authors of the posters should be near them (17:10 – 18:00). The poster session is organized for two days. September  26 the posters of sections  1 & 2  are demonstrated, September 27 – sections 3 & 4.

The official language of the conference will be Ukrainian, English аnd Russian. Translation facilities to any other language will not be provided.
Social Programme

	24 September
	Welcome reception
	18:00 – 20:00
	 Granted

	25 September
	Excursion
	18:00 – 20:00
	 10 грн

	26 September
	Opera /Ballet Theatre
	19:00 – 21:00
	 $10 –15

	27 September
	Circus
	19:00 – 21:00
	 $10 –15

	28 September
	Churches in Kyiv
	11:00 – 13:00
	 Granted

	
	Banquet
	18:00 – 21:00
	 $30

	29 September
	Guided shopping
	10:00 – 14:00
	 Granted

	
	Architecture Museum
	14:00 – 18:00
	Granted


Brief time-table of the conference
	Time
	24-Sep-02
	25-Sep-02
	26-Sep-02
	27-Sep-02
	28-Sep-02

	9:00 - 9:50
	 
	9:00 - 9:30 Opening remarks
	Hoelderich
	Gilpin
	Matijevic

	
	
	9:30-10:20
	
	
	

	9:50 - 10:20
	
	Fraissard
	Brunel
	Marlow
	Macquarrie

	10:20 - 10:50
	Registration  at Institute of continuous education
	Strelko
	Zub
	Guisnet
	Kholin

	10:50 - 11:10
	(36 Vasylkivska Street)
	Coffee

	11:10 - 11:40
	 
	Evans
	Beliakova
	Janata
	Lobanov

	11:40 -12:10
	 
	Gushikem
	Morosanova
	Bergbreiter
	Brey

	12:10 - 12:40
	 
	 Walcarius
	Manorik
	McGill
	Shvets

	12:40 - 13:10
	 
	McMorn
	Zaitsev
	Lieberzeit
	Bonardet

	13:10 -14:30
	 
	Lunch

	14:30 - 14:50
	 
	Kovalchuk
	Nadzhafova
	Pouzii
	Zhmud

	14:50 - 15:10
	 
	Savransky
	Barthel
	Trokhimenko
	Namazi

	15:10 - 15:30
	 
	Gun'ko
	Sadjadi
	Alekseev
	Parida

	15:30 - 15:50
	 
	Zinchenko
	Basile
	Belov
	Gawdzik

	15:50 - 16:10
	 
	Soldatkin
	Toufaily
	Liamina
	Mallah 

	16:10 - 16:30
	 
	Coffee

	16:30 - 16:50
	 
	Brykalov
	Vasylechko
	Zaporozhets
	Chirachanchai

	16:50 - 17:10
	 
	Kotovitski
	Korkuna
	Vassiliuk
	Hamien

	17:10 - 17:30
	 
	Drogobuzhskaya
	17:10 - 18:00 Posters and round table
	Gupta

	17:30 - 17:50
	Registration  at Chemistry department
	Filisteev
	
	Closing remarks

	
	(62 Vladimirskay Street)
	
	
	

	18-21
	Welcome reception
	Excursion
	19:00- 21:00 Ballet
	19:00- 21:00 Circus
	18:00- 21:00 Banquet


Scientific Programme
September 25,

(Afterdiploma education departament, Vasylkivska, 36)

	Time
	Speaker
	Title

	9:00 - 9:50
	Opening remarks

	9:50-10:20
	Jacques Fraissard, France
	Xe-NMR and H-NMR imaging for the study of diffusion of hydrocarbons in a zeolite bed catalyst

	10:20 - 10:50
	Vladimir Strelko, Ukraine
	About the mechanism of influences of heteroatom in carbon matrix to physical and chemical properties active carbon

	10:50 - 11:10
	Coffee

	11:10 - 11:40
	John Evans, UK
	In situ characterisation of oxide-supported metal catalysts by dynamic EXAFS

	11:40 -12:10
	Yoshitaka Gushikem, Brazil
	Electrochemical sensors based on silica-metal oxide obtained by sol-gel method

	12:10 - 12:40
	Alain Walcarius, France
	Electroanalysis with silica-based materials and organically-modified silicas

	12:40 - 13:10
	Paul McMorn, UK
	Enantioselective catalysis using modified zeolites

	13:10 -14:30
	Lunch

	14:30 - 14:50
	Tatiana Kovalchuk, Ukraine
	Immobilised heteropolyacids – structure of bonded layer and catalytic activity

	14:50 - 15:10
	Leonid Savransky, Ukraine
	Distinguishing the Silanol Groups in Silica Based Materials by Vibrational Spectroscopy. A Quantum Chemical Study.

	15:10 - 15:30
	Vladimir Gun'ko, Ukraine
	Characteristics of silicas modified by organosilica compounds

	15:30 - 15:50
	Zinchenko, Ukraine
	Amorphous oxides, chalcogenides and fluorides in thin layer optical coverings

	15:50 - 16:10
	Aleksey Soldatkin, Ukraine
	Different approach for improving the main analytical characteristics of potentiometric and conductometric enzyme biosensors

	16:10 - 16:30
	Coffee

	16:30 - 16:50
	Anatolii Brykalov, Russia
	Synthesis and investigation of chitosan silica sorbents for biomedical purposes

	16:50 - 17:10
	Aleksey Kotvitski, Ukraine
	Materials based on amorphous oxides and oxyphosphates for electrotransport of Caesium and d-metals

	17:10 - 17:30
	Svetlana Drogobuzhskaya, Russia
	Modified N, S - and N-containing polyacrilonitrile sorbents: properties and analytical application  

	17:30 - 17:50
	Oleg Filisteev, Russia
	influence thermovacuum treatment on adsorption properties of porous glasses with the various pore size

	18.00 – 21.00
	Excursion


26 September

(Afterdiploma education departament, Vasylkivska, 36)
	Time
	Speaker
	Title

	9:00 - 9:50
	Wolfgang F. Hoelderich, Germany
	Immobilization of chiral homogeneous catalysts and their use for oxidation and hydrogenation reactions

	9:50-10:20
	Daniel Brunel, France
	Design of supported catalysts by surface modification of MCM-41

	10:20 - 10:50
	Yuri Zub, Ukraine
	Functionalized polysiloxane xerogels and mesoporous sieves as new generation of adsorptive materials

	10:50 - 11:10
	Coffee

	11:10 - 11:40
	Luidmila Beliakova, Ukraine
	Synthesis and properties functional organosilicas

	11:40 -12:10
	Elena Morosanova, Russia
	Tests based on modified silicas

	12:10 - 12:40
	Petro Manoric, Ukraine
	hydrophobic porous silica matrix as a coverage layer for piezoquarts  sensors, sensitive to hydrocarbons vapor

	12:40 - 13:10
	Vladimir Zaitsev, Ukraine
	How to use coordination chemistry to investigate distance between bonded groups and immobilized layer topography?

	13:10 -14:30
	Lunch

	14:30 - 14:50
	Oksana Nadzhafova, Ukraine
	Silica films modified by polymers with ion-exchange properties. Application in analysis.

	14:50 - 15:10
	Herbert Barthel, Germany
	Fumed Silica - Additive for Paints, Resins and Adhesives 

	15:10 - 15:30
	Mirabdullah Sadjadi, Iran
	Synthesis and characterization of a series of ZSM-5 like zeolites using tetrapropylammonium bromide as templating agent.

	15:30 - 15:50
	Angelo Basile, Italy
	A Catalytic Ru-based Membrane Reactor for the CH4 reforming with CO2

	15:50 - 16:10
	Joumana  Toufaily, Framce
	A novel pathway for Silica Supported heteropoly acids

	16:10 - 16:30
	Coffee

	16:30 - 16:50
	 V.O. Vassylechko, Ukraine
	Applicaton of modified carpation zeolites for pre-concentration of metal and chlororganic compounds traces

	16:50 - 17:10
	Olga Korkuna, Ukraine
	Natural and Synthetic Zeolites as Sorbents for Concentration Pd(II) at Platinum Metals Presence

	17:10 – 18:00
	Posters and round table

	18.00 – 21.00
	Ballet


27 September

(Afterdiploma education departament, Vasylkivska, 36)
	Time
	Speaker
	Title

	9:00 - 9:50
	Roger Gilpin, USA
	Modification and Characterization of the Interfacial Properties of Nanostructured Silica

	9:50-10:20
	Frank Marlow, Germany
	Optical Materials Based on Porous Nanostructures

	10:20 - 10:50
	Michel Guisnet, France
	How to tailor the acidity and the porosity of zeolite catalysts

	10:50 - 11:10
	Coffee

	11:10 - 11:40
	Jiri Janata, USA
	Conducting polymers as layers for solid state gas sensors

	11:40 -12:10
	Davide Bergbreiter, USA
	Using polymers and oligomers to prepare functional, hyperbranched surface grafts

	12:10 - 12:40
	Andrew McGill, USA
	Developments in Sorbent Polymer Coatings for Chemical Sensor Applications

	12:40 - 13:10
	Peter Lieberzeit, Austria
	Functionalized Materials for Chemical Sensing Supramolecular Strategies for Nano- and Microtechnologies

	13:10 -14:30
	Lunch


	14:30 - 14:50
	Alexander Puziy, Ukraine
	Modelling of H+ and Cu2+, Cd2+, Co2+, Pb2+ adsorption on synthetic phosphoric acid activated carbon

	14:50 - 15:10
	Olga Trokhimenko, Ukraine
	 

	15:10 - 15:30
	Sergei Alekseev, Ukraine
	Silicas covalently modified with ethylsulphonic acids

	15:30 - 15:50
	Gennady Belov, Russia
	Functional alternating co-oligomers and co-polymers based on carbon monooxide and various monomers

	15:50 - 16:10
	Galina Liamina, Russia
	Application of ion-conducting polymers for non- destructive phase and element analysis of solid materials 

	16:10 - 16:30
	Coffee

	16:30 - 16:50
	Olga Zaporozhets, Ukraine
	Test methods on modified high dispersed silicas: application principles in chemical analysis

	16:50 - 17:10
	Sergey Vassiliuk, Ukraine
	Electroconductivity of inorganic phosphate - containing materials

	17:10 – 18:00
	Posters and round table

	18.00 – 21.00
	Circus


28 September

(Chemistry departament, Vladimirskaya, 36)
	Time
	Speaker
	Title

	9:00 - 9:50
	Egon Matijevic
	The Bridge Between Nanometer and Micrometer Size Uniform Particles

	9:50-10:20
	Duncan Macquarrie
	Green Chemistry using Mesoporous Materials: Inorganic -Organic hybrids as Catalysts for Clean Synthesis

	10:20 - 10:50
	Yury Kholin
	Functionalised materials in the test analysis: metrological aspects

	10:50 - 11:10
	Coffee

	11:10 - 11:40
	Vladimir Lobanov
	Investigation of sensor with sensitive element having immobilisation on silica surface native parvalbumin for Сa2 + ion control

	11:40 -12:10
	Vladimir Brei
	The superacid catalysts on the basis of WO3/ZrO2


	12:10 - 12:40
	Dmitro Shvets
	Adsorbed condition as a specific type of functionalised materials - peculiarities and prospects of applications

	12:40 - 13:10
	J. L. Bonardet, France
	Functionalization of mesoporous SBA surface area with TiO2 and TiO2/V2O5 catalysts

	13:10 -14:30
	Lunch

	14:30 - 14:50
	Boris Zhmud, Sweden
	Wetting of porous materials

	14:50 - 15:10
	Hassan Namazi, Iran
	Synthesis of Triblock Copolymeric Compounds From Citric Acid as the Dendritic Functionalized Materials

	15:01 - 15:30
	Sudam Kumar  Parida, India
	Self assemblies of cyanine dyes on silica/modified silica surfaces

	15:30 - 15:50
	Barbara Gawdzik, Poland
	studies of the  porous structure of polymeric sorbents

	
	Mallah M.H., Iran
	Manganese removal from waste water using two iranian clinoptilolite and one relevant synthetic zeolite -p

	16:10 - 16:30
	Coffee

	16:30 - 16:50
	Suwabun Chirachanchai, Thailand
	Rice Bran Lipase and its Immobilization Systems Catalyst in Esterification

	16:50 - 17:10
	Tayssir Hamien
	Physicochemical characterization of silica and of PMMA/silica system by using inverse gas chromatography at infinite dilution

	17:10 - 17:30
	N. Gupta, India
	Influence  of  Synthesis  Conditions  on  the  Functionalization  of  Uranyl  Ions  in  Mesoporous  MCM-41  and  MCM-48  Materials

	17:30 - 17:50
	Closing remarks

	18.00 – 21.00
	Banquet


Registered poster reports, september 26 

	Section
	Poster #
	Authors
	Title

	1.1
	1
	Е.И.Целик, С.В.Бельтюкова, А.В.Егорова, О.И.Теслюк 
	Функционализированные комплексами Eu(III) и Tb(III) цеолиты как трансформаторы уф-излучения

	1.2
	2
	G. Spano'
	Particle and pore size distribution in spray-dried catalysts. Assessing density in porous materials

	1.2
	3
	С.Б.Баронов
	Образование тубулярных форм из оксида алюминия

	1.2
	4
	V.M. Gun’ko, V.I. Zarko, 

V.V. Turov, R.Leboda, E.V. Goncharuk, E.F. Voronin, I.F. Mironyuk, and A.A. Chuiko
	Unmodified and modified fumed oxides

	1.2
	5
	V.M. Smirnov, E.G. Zemtsova 
	Production of magnetic-ordered spin systems by the formation of two-dimensional oxide nanosructures of various topology on the silica surface.

	1.2
	6
	Кобаса І.М., Мазуркевич Я.С.
	Матеріали на основі TiO2-menom

	1.2
	7
	Ю.В.Кузьмичева
	Морфологические формы оксида алюминия при термогидролизе безводных галогенидов алюминия

	1.2
	8
	А. Чеботарев, 

Е. Рахлицкая, А.Захария
	Адсорбционные свойства аэросила, модифицированного диметилдихлорсиланом

	1.2
	9
	Ковальчук Є.П., 

Остапович Б.Б. Селедець М.В.
	Синтез та дослідження фізико-хімічних властивостей композитів на основі похідних аніліну і ксерогелю V2O5´ nH2O

	1.2
	10
	Д.Швец
	Природные нанотрубки цилиндрического типа – сверхконцентраторы жидких углеводородов из водных сред

	1.2
	11
	Д.Швец, Г.Новицкий, И.Эйне
	Термостимулирование процессов структурирования сферических гранулированных материалов на основе аморфного кремнезема

	1.3
	12
	B. Gawdzik, 

M. Sobiesiak, A.M. Puziy, 

O.I. Poddubnaya
	Carbon sorbents obtained by plasma treatment of porous polymers for off-line preconcentration of chlorophenols from water

	1.3
	13
	Ю.А. Тарасенко, Н.А. Болдырева    И.П. Герасимюк, В.Ф. Лапко 
	Синтез и исследование нанесённых Pd/C- катализаторов.

	1.3
	14
	Кудин В.Г., Макара В.А.
	Моделирование теплофизических свойств материалов на основе карбоборидов металлов


	1.3
	15
	Тевтуль Я.Ю., Філіпчук Т.В., Синчук І.В.
	Електрохімічні параметри інтеркаляції графітових електродів

	1.4
	16
	E.G.Zemtsova, 

M. G. Osmolovskii,

 I. V.Murin, 

V. M. Smirnov
	Magnetic properties of highly organized oxide nanostructures of given topology

	1.4
	17
	Чмиленко Ф.О., Жук Л.П., Чмиленко Т.С., Коробова І.В., Карнаухова Л.Ю.
	Полісульфони як компоненти організованих середовищ

	1.4
	18
	Логинова Л.П., Самохина Л.В., Чернышёва О.С.
	Модификация организованных .растворов додецилсульфата натрия органическими и неорганическими добавками

	1.4
	19
	Ф.А. Чмиленко, И.В. Коробова, С.В. Назаренко
	Спектрофотометрия системы акридиновый жёлтый – полиакриламид как организованной среды

	1.4
	20
	Н.М. Сіховська, В.С. Дутка, 

Н.Б. Попівняк
	Фізико-хімічні характеристики розчинів кополімерів на основі малеїнового ангідриду та застосування їх для модифікації твердих поверхонь

	1.5
	21
	Абрамов, Бакунцева, Васильев, Горбик, Дубровин, Настасиенко, Прихна, Чуйко. 
	Синтез, свойства и Применени Ві-2223 и Tl-2223 втсп керамик

	1.5
	22
	А.Ю.Андрющенко, А.Б.Бланк, С.В.Будаковский, Н.И.Шевцов
	Композиционный материал, объединяющий процессы концентрирования и детектирования радионуклидов

	1.5
	23
	Вовкотруб Н. Е., 

Судавцова В. С.
	Термодинамічні властивості сплавів системи Ni-Ta-Al

	1.5
	24
	Н. В. Головата. О. А. Бєлобородова, Т. М. Зіневич
	Зв’язок ентальпій змішування розплавів подвійних систем Si(Ga,Al)-Gd з відповідними діаграмами стану

	1.5
	25
	З.Зыман, Н.Ткаченко, С.Артемов
	Получениe плотной керамики при твердофазном синтезе порошка гидроксиапатита

	1.5
	26
	Дименко В.В., Касумов М.М., Малишенков С.П.,Огенко В.М., Патон Б.Е., Чуйко А.А.
	Доступний синтез фулеренів

	1.5
	27
	Антрапцева Н.М., 

Клюгвант А.А.
	Дифосфати магнію – цинку як основа нових неорганічних матеріалів

	1.5
	28
	O.V. Kobylinska, T.F. Labunets, M.V. Karpetz, A.V. Ragulya
	Synthesis of nanocrystalline ZrO2-x mol.% Y2O3 powder

	1.5
	29
	Котвицкий А. Г., Пальчик А.В., Мальцева Т. В., 

Беляков В. Н.
	Композиционные материалы на основе аморфных оксифосфатов и фосфоромолибдата аммония

	1.5
	30
	Lisnyak V.V., 

Stus N.V., Slobodyanik N.S., 
	Polyoxometalates as precursors for gaint metal-oxide based clusters formation on surface

	1.5
	31
	Михайлова И.В., 

Геращенко И.И.
	Закономерности коагуляции коллоидных дисперсий кремнезема в присутствии катионных пав и белков

	1.5
	32
	Nikulin I.V., Novozhilov M.A., Kaul A.R.
	Perovskite rare-earth nickelates RNiO3 (r= La, Pr, Nd, Sm, Gd, Ho ) in thin film epitaxial state.

	1.5
	33
	Сабов М.Ю., Переш Є.Ю., Галаговець І.В., 

Севрюков Д.В., Попик Ю.В., 

Беца В.В.
	Нові термоелектричні матеріали в системах Tl–Ti(Zr)–S

	1.5
	34
	Л.С. Семко, 

А.А. Чуйко 
	Концепция формирования структуры и свойств электропроводящих полимернных композиционных систем

	1.5
	35
	Стратан Н.В., Ковальчук Є.П., Блажейовський Є.
	Синтез і фізико-хімічні властивості поліаміноацетофенону

	1.5
	36
	D.A. Pogrebnyakov, A.B. Antonova, A.I. Rubaylo, G.V. Burmakina, V.K.Yatsimirsky, V.L. Budarin.
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	Каталіз аморфними легованими сплавами заліза оксидно-відновних процесів оксидів азоту

	4.1
	129
	Глазунова Т.Ю., 

Болталин А.И.
	Исследование возможности применения оксофторида хрома (iii) в качестве катализатора в реакциях фторирования хлорзамещенных углеводородов

	4.1
	130
	Л.Ю.Долгих, И.Л.Столярчук, Л.А.Старая, В.В.Брей, А.В.Мележик
	Каталитические свойства модифицированного фосфата циркония в реакции парциального окисления метана.

	4.1
	131
	Ермохина Н. И., Литвин В. И., Коржак А. В., Яцкив В. И., Кучмий С. Я., Ильин В. Г., Манорик П. А.
	Селективный синтез нано-размерного анатаза и его отокаталитическая активность


	4.1
	132
	М. Р. Канцерова, 

Г. Р. Космамбетова, 

С. Н. Орлик 
	Влияние природы носителя и модифицирующих добавок на каталитические свойства марганцевых катализаторов глубокого окисления метана

	4.1
	133
	А.Ю.Капран, В.Л.Стружко
	Каталітичні властивості мідьвмісних цеолітів стосовно селективної окиснювальної деструкції газофазного піридину

	4.1
	134
	A.I.Bostana, S.R. Kolomietsa, Yu.I.Pyatnitskya, L.N.Raevskayaa, L.Kiwi-Minskerb, A.Renkenb
	Selective oxidation of methane to formaldehyde over V2O5/SiO2 catalysts prepared by different methods

	4.1
	135
	Космамбетова Г.Р., Гриценко В.И., Стружко В.Л., 

Швец А.В.
	Влияние природы носителя мо-содержащих катализаторов на образование продуктов реакции СН4 + СО + О2

	4.1
	136
	И.Н. Кротова, 

Т.Н. Бурдейная, 

В.Ф. Третьяков
	Влияние электрогидравлического воздействия на активность катализаторов селективного каталитического восстановления nоx углеводородами

	4.1
	137
	Кузьмина Р.И., Иванова Ю.В., Севостьянов В.П., Мухина Л.П.
	Блочный катализатор детокикации газовых выбросов 

	4.1
	138
	Кузьмина Р.И., Иванова Ю.В., Мухина Л.П., Севостьянов В.П.
	Катализатор комплексной очистка газовых выбросов автотранспорта

	4.1
	139
	В. А. Остапюк, Л. М. Алексеенко, В. Л. Стружко, С. Н. Орлик
	Парциальное окисление с3-с4-углеводородов монооксидом азота на диоксиде циркония, модифицированном гетерополикислотами

	4.1
	140
	Т.Л Ракитская, А.С. Подмазко, А.Ю. Бандурко
	Антиозонанты на основе гексаметилентетрамина, нанесенного на оксидные носители

	4.1
	141
	Т.Л.Ракитская, А.С.Подмазко, А.А.Голуб
	Иммобилизованные на аэросиле комплексы переходных металлов с основаниями шиффа в реакции разложения озона

	4.1
	142
	С.А.Соловьев, В.Н.Павликов, Е.П.Гармаш, А.А.Шамрай, И.В.Плескач, В.Д.Ткаченко, О.А.Савельева
	Использование керамических блочных матриц сотовой структуры из кордиерита для создания сажевых фильтров двигателей внутреннего сгорания

	4.1
	143
	В. Л. Стружко, С. М. Орлик, Т. В. Миронюк, В. Г. Ільїн
	Синтез складних аморфних і кристалічних цирконійвмісних систем та їх каталітичні властивості в скв-процесі

	4.1
	144
	Ю.Г. Егиазаров, В.З. Радкевич, Л.Л. Потапова, Т.В.Волковинская, 

В.К. Яцимирский
	Каталитические системы на основе углеродных материалов для гидролиза Cs2 и окисления Н2S

	4.2
	145
	И.А. Ананьева, 

Е.Н. Шаповалова, 

О.А. Шпигун
	Разделение энантиомеров производных аминокислот на новом хиральном селекторе – аминированном b-циклодекстрине

	4.2
	146
	Рашидова С.Ш, Рузимурадов О.Н., Залялиева С.В., Анорбаева Г., Ахунджанов К.А., Кабулов Б.Д.,
	Применение функционализированных микросферических силикагелей для вэтсх и вэжх некоторых органических соединений


	4.3
	147
	Kazemian, H., Mallah, M.H., Ahmadi, S.J. Naghavi, S.Sh, and kooshkestani, R. 
	Manganese removal from waste water using two iranian clinoptilolite and one relevant synthetic zeolite -p

	4.3
	148
	Трофимчук А.К., Андрианова Е.Б., Лосев В.И.
	Сорбция микроколичеств золота на силикагелях, активированных –NH2, ‑SH и –S‑S‑ группами

	4.3
	149
	Я.Р.Базель, Й.С.Балог, О.Г.Воронич, Я.І.Студеняк, Ж.О.Кормош
	Пробопідготовка та аналіз деяких галогенідних та халькогенідних напівпровідникових матеріалів

	4.3
	150
	Белаш Е.М. 
	Электрохемилюминесцентный анализ in situ электрохимических органических систем с радикальными интермедиатами

	4.3
	151
	О.А. Запорожець, В.В. Верба, В.В. Сухан
	Застосування іммобілізованих на силікагелі високомолекулярних четвертинних амонієвих солей для визначення іонів металів

	4.3
	152
	Высоцкой Е. В.
	Синтез и применение синтетических гидроксилапатитов для извлечения ионов тяжелых металлов из водных растворов.

	4.3
	154
	N.A.Dyachenko, E.A.Karetnikova, A.K.Trofimchuk
	Sorption of some transition metals on silica gel modified with n,s,p-containing reagents and its application in analytical control

	4.3
	155
	Klochkovska I., Zuy M.F., Nabivanets B.I., Sukhan V.V.
	Phenylthiosemicarbazone of β-naphthoquinone immobilized on the silica gel - for sorption-photometric determination of mercury(II)

	4.3
	156
	Іванько Л.С., Запорожець О.А.
	Кремнеземи, функціоналізовані о-вмісними органічними реагентами, в аналізі

	4.3
	157
	О.А.Запорожець, Т.Є.Кеда, І.М.Богославець, Ю.В.Потьомкіна 
	Функціоналізований дифенілтіокарбазоном кремнезем як чутливий елемент для експрес-контролю Cu(Ii), Hg(Ii), Pd(Ii)

	4.3
	158
	Крушинська О.А., Запорожець О.А.
	Нековалентна іммобілізація на поверхні високодисперсних кремнеземів хелатів Cu (ІІ) І Fe (ІІІ) з n-вмісними органічними реагентами

	4.3
	159
	Линник Р.П., 

Запорожець О.А., Ускова І.О.
	Іммобілізація 4-адамантил-2-(2’-оксинафтилазо-1’)-тіазолу на поверхні силікагелю 

	4.3
	160
	Перекотий В.В., Цюпко Т.Г., Темердашев З.А., 

Березина Н.П.
	Исследование процесса концентрирования веществ с использованием полимер-стеклоуглеродного электрода

	4.3
	161
	С.В.Бельтюкова, О.И.Теслюк, Е.И.Целик, А.В.Егорова, Е.О.Витюкова
	Применение модифицированных цеолитов для определения лекарственных препаратов и консервантов

	4.3
	162
	Халаф В. А., Зайцева Г.М., Мельник О.В., 

Пилипюк Я. С.
	Сорбційно-атомно-абсорбційне визначення токсичних металів з використанням кремнеземів, модифікованих пропілтіоетіламіном


	4.3
	163
	Запорожець О.А., 

Цюкало Л.Є., Олеськів О.Б. 
	Кремнезем, функціоналізований іонними асоціатами час+- фталексон s- - нова аналітична форма для сорбційно-спектроскопічного визначення іонів металів

	4.3
	164
	О.М. Трохименко, 

Р.М. Яременко, 

А.В. Шаркунов
	Концентрування однозарядних катіонів важких металів гетерополікислотами фосфору, іммобілізованими на пінополіуретани

	4.4
	165
	Н.А. Бурлаенко, Л.М.Погорелая, П.А.Манорик, А.В.Шульженко
	Чувствительные покрытия сенсоров на пары гидразина на основе комплексов меди (i) с олефинами

	4.4
	166
	В.К.Бухтияров, В.Н.Гребенников, И.В.Троцюк, 

П.А.Манорик
	Использование полиакриловой кислоты и полиакрилатов металлов для получения чувствительных слоев сенсоров и синтеза порошков металлов

	4.4
	167
	Rostislav Gavrilenko, Yurii Slizhov, Mikhail Gavrilenko
	Chemical sensor of ethanol, methanol, aniline and system of the computer control 

	4.4
	168
	В.Н.Гребенников, П.А.Манорик, А.В.Шульженко, В.К.Бухтияров, М.А.Федоренко
	Магнитные пьезокварцевые весы и метод пьезокварцевого микровзвешивания в неоднородном магнитном поле

	4.4
	169
	К.Г.Карандеев, Н.И.Карандеева, В.И.Ткач
	Ионоселективные сенсоры, обратимые к водорастворимым азотсодержащим витаминам

	4.4
	170
	Л.В. Кондакова, 

В.В. Янишпольский, 

В.А. Тертых
	Влияние эффекторов на активность и стабильность препаратов иммобилизованной галактозооксидазы

	4.4
	171
	Шпигун Л.К, В.К.Лунина 
	Электрохимические сенсоры на основе функционализированных углеродных материалов

	4.4
	172
	Чмиленко Ф.А., Коробова И.В., Микуленко О.В., Чмиленко Т.С. 
	Электрохимический сенсор для определения поливинилпирролидона.

	4.4
	173
	Л.С. Семко, В.М. Огенко, Ю.А. Шевляков
	Полимерные композиционные материалы для сенсоров газообразных соединений

	4.4
	174
	Снежко Д.В., Рожицкий Н.Н.
	Исследование процессов, протекающих в оптохемотронном сенсоре 

	4.4
	175
	A. P. Soldatkin, V. N. Arkhypova, S. V. Dzyadevych, E. A. Nazarenko, Y.I. Korpan, A.V. El’skaya, C. Martelet, N. Jaffrezic-Renault
	Development of potentiometric biosensor for detection of potato glycoalkaloids

	4.5
	176
	Antraptseva N.M., 

Ryabtseva N.V., Beliy N.M.
	Solid solutions of the anhydrous phosphates of divalent metals as the basis for luminescence materials

	4.5
	177
	Antraptseva N.M., Shchegrov L.N., Ponomareva I.G., Karaseva T.A.
	Solid solutions of the hydrated phosphates of divalent metals as proton conducting materials


	4.5
	178
	Л.А. Белякова, А.А. Чуйко, А.М. Варварин, Н.В. Роик, Н.Н. Власова, Л.П. Головкова, А.А. Свеженцова
	Функциональные органокремнеземы для сорбции желчных кислот

	4.5
	179
	О. П. Шевченко, О. В. Білий, Я. Й Лаврентович
	Вольтамперометричні дослідження виділення водню на масивах гострійних структур нікелю

	4.5
	180
	Н. Масолова, Н.Н. Рожицкий
	Применение квантово-химических расчетов аминокислот для исследования процессов образования переходного комплекса аналит-реагент

	4.5
	181
	Д.Швец, В.Рыбалка, Н.Опенько, В.Стрелко, М,Гороховатская 
	О влиянии сорбентов на миграционную способность Cs137 И Sr90 

	4.5
	182
	А.В. Семченко
	Европийсодержащие гельные стекла для оптоэлектроники и волоконной техники

	4.5
	183
	Ю. И. Тарасевич, В. В. Брутко, С. В. Бондаренко, 

А. И. Жукова, Г. Н. Малыш
	Модифицированный сорбент на основе природного каолинита для извлечения органических соединений из воды


Sponsored by:

Royal Society of chemistry (UK)
Kyiv National University (Ukraine)
National Academy of Sciences (Ukraine)
New Chemical technology LTD (Ukraine)
IPECS Ukraine LTD (Ukraine)

* Organizing fee can be paid in cash on arrival, but hotel shell be booked in edvance


* Partcipants that informed organizing committee about their scheduler will be met at airport


** Report time includes questions and discussions.





